4" 4EVASEAL FABRIC BACKED TAPE OR

6" CIM SCRIM FABRIC SET IN WET TACK fL'TWOOD JOINT
COAT OF CIM 800, 1000, OR 1061 Ve" MAX
A Z CIM 800, 1000, OR 1061
i / MINIMUM 60 MILS WET
$ / ~% PLYWOOD DECK
Q= ggEiiasear € $055
NOTES: 1. FILL GAPS IN JOINTS GREATER THAN %" WITH CIM 1000 TROWEL GRADE. QAEvaseal \: -

2. (OPTIONAL/NOT SHOWN) PRIME PLYWOOD WITH CIM 61TN OR CIM EMT THLE
EPOXY PRIMER.

3. MAY BE APPLIED AT THICKNESSES GREATER THAN 60 MILS. CONTACT
CIM INDUSTRIES FOR INFORMATION ON EXTENDED WARRANTIES.
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